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Producto described by client 

Sample Identification  

Number of samples 

Container 

Sample Characteristics    

Analysis Instruction     

Analysis date 

End of analysis 

 

 

 

 

 

 

RESULTS: 

: Nano - Silver 

: Lot 4678 

: 01 Sample, 350 ml. Aprox. 

: Glass container 

: Liquid 

: Purity 

: 09-12-2025 

: 12-12-2025 

 

ASA-I 153269 

Purity of Silver 
(Difference of contaminants) 

% 99,9 

Al % 0.0154 

Ba % 0.0021 

Cu % 0.0267 

Fe % 0.0328 

K % 0.015 

Na % 0.129 

Sr % 0.012 

V % 0.001 

Zn % 0.003 

S % 0.081 

Au % <0.000001 

Pt % <0.000001 

Pd % <0.000001 

 

 

 

 

 

 

 

 

 

 
 

Lic. Carlos Rojas 

Technical Supervisor 

SANTIAGO, 12 December del 2025 


